
TECHICAL DATA ASTM 2.5mm

Electrostatic Propensity of Carpets AATC 134 Max Avg: 1.3kv     
Negative

Critical Radiant Flux ASTM E648 Class 1

Smoke Density ASTM E662 Passes < 450

Flexibility of Resilient Flooring 
Materials

ASTM F137 Passes 6.0mm Mandrel

Dimensional Stability of Resilient 
Flooring after Exposure to Heat

ASTM F2199

Thickness of Resilient Flooring 
Materials Having Flat Surfaces

ASTM F386

Short Term Indentation & Residual 
Indentation of Resilient Flooring

ASTM F1914

Dynamic Coe cient of Friction of 
Hard Surface Floors

ANSI B101.3 DCOF 0.46

Static Load Limit 3,000 psi ASTM F970

Static Load Limit 2,000 psi ASTM F970

Static Load Limit 1,000 psi ASTM F970

Resistance to Chemicals of Resilient 
Flooring

ASTM F925 Chemical  & Stain 
Resistance Superior 
Performance

Heavy Metal Content Analysis ASTM F963 Clear

HERO lvt 2.5mm thickness testing data
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